
Q.3 Percentage of silica in Portland cement is 

___________ %.

Q.4 Al O  is formula of ________________.2 3

Q.6 Initial setting time of ordinary port land cement is 

____________ mins.

Q.1 Tell formula of Gypsum.

Q.7 CaCo  is formula of ___________.3

Q.2 Colour of portlant cement is ___________.

SECTION-A

Note: Objective type questions. All questions are 

compulsory  (10x1=10)

Q.5 Gypsum is used for controlling __________ 

time of cement.
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Q.32 List the uses of P.O.P.

Q.33 Describe the various factors that affects 

selection of raw materials.

Q.29 Explain the thermo chemistry of clinker 

formation .

Q.30 Define hydraulic cement and its uses.

Q.35 Describe the cement manufacturing process 

with neat sketch and flow chart.

Q.36 Explain various health and safety measures 

taken in cement industry .

Q.31 List uses of oil well cement.

SECTION-D 

Note: Long answer type questions. Attempt any three 

questions out of four questions. 3x10=30

Q.34 Differentiate between wet process and dry 

process.
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Q.25 State the % of gypsum used in the cement and 

explain its function .

Q.28 Discuss the selection of raw material for 

cement.

Q.26 Explain the effect of raw materials on the 

properties of cement.

Q.23 Describe determination of fineness of cement.

Q.27 List the physical properties of cement.

Q.24 Explain setting and Hardening of portland 

cement.

SECTION-C 

Note: Short answer type questions. Attempt any eight 

questions out of ten questions.               8x5=40

Q.19 Define clinker.

Q.20 List two uses of quick setting cement.

Q.21 Tell the product obtained from rotary kiln .

Q.22 Identify two advantages of wet process.
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Q.14 Clinker is grinded with ____________.

Q.10 Full form of P.O.P . is _________________.

Note: Very short answer type questions. Attempt any 

ten questions out of twelve questions.  10x2=20

Q.12 Interpret meaning of Unsound cement.

Q.9 Formula of Silica is ______________.

Q.11 Define Portland cement.

Q.13 List use of Acid Proof Cement.

Q.8 Tell which number of sieve is used to measure 

fineness of cement.

SECTION-B 

Q.15 Name Argillaceous materials.

Q.16 Define natural cement.

Q.17 Tell the phase of cement, which is responsible 

for its initial strength.

Q.18 Identify the apparatus used for measuring the 

soundness of cement.
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