
SECTION-A

Q.1 Write the chemical formula of cellulose.

Note: Objective type questions. All questions are 

compulsory  (10x1=10)

Q.2 Write the different symbols of transparant grade 

rosin.

Q.3 What is the chemical formula of direct dye?

Q.4 Name a chemical formula of soap stone filler.

Q.5 Give a name of any one retention aid chemical.

Q.6 Expand B.S.F.

Q.7 Which method is used to check a mixed dye?

Q.8 Define O.D.

Q.9 Expand CMC.
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SECTION-D 

Q.30 Discuss two sidedness of paper.

Q.31 Draw a neat sketch of hydrapulper.

Q.32 Write a note on measurement of wetability.

 a) Pigments & colouring matter.

Note: Long answer type questions. Attempt any three 

questions out of four questions. (3x10=30)

Q.36 Write short notes on the following:-

 b) Concentration measurement of Alum.

Q.35 List various fiber recovery system. Explain any 

one with suitable sketch.
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Q.33 Find out the consistency of 150m  pulp slurry 

containing 10 kg O.D. fiber.

Q.34 Make a flow diagram of stock system illustrating 

stock chest, agitalors and other equipments.
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Q.21  Which filler is used for improving the opacity of 

paper?

Q.23 Write any four advantages of natural sized 

paper.

Q.22 How many microns are there in one milimeter?

SECTION-C 

Q.27 Describe the significance of optical whitening 

agents in paper making.

Q.28 Discuss the method for testing of aging of paper 

sample.

Q.24 Classify the paper making dye.

Q.25 How many std. BSF paper sheet can be 

prepared from the pulp slurry containing 84 gm 

of O.D. fiber?

Q.29 What are the optical bleaching chemicals? 

Write their importance.

Q.26 What do you mean by fiber recovery?

Q.20 Write any two properties of filler.

Note: Short answer type questions. Attempt any eight 

questions out of ten questions. (8x5=40)
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Q.19 Name two test methods by which the evaluation 

of sizing of paper sample is carried out.

Q.11 What are the methods of preparation of resin 

size?

Q.13 Write the formula of °BE for measurement of 

conc of alum solution.

Note: Very short answer type questions. Attempt any 

ten questions out of twelve questions. (10x2=20)

Q.15 Name any one type of fiber recovery system.

Q.16 What are colouring matter.

Q.17 What do you mean by bleeding of paper?

Q.14 Which type of fillers are determental for AKD 

sizing?

Q.18 Why China clay is used?

Q.12 Define pH.

Q.10 Write name of anyone filler used in stock 

preparation.

SECTION-B 
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