
SECTION-A

Note: Very Short  Answer type questions. Attempt any 
15 parts.  (15x2=30)

Q.1 a) Objective of maintenance

 b) Deterioration

 c) Fading

 d) Investigation

 e) Non-Destructive test

 f) Defects in building

 g) Efflorescence

 h) Buckling

 i) Joint sealant

 j) Anti corrosion coating
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 k) Chemical cleaning

 l) Stitching of cracks

 m) Form tie holes

 n) Column

 o) Grouting

 p) Curing compounds 

 q) Scaling

 r) Clogging

SECTION-B 

Note: Short answer type questions. Attempt any ten 
parts   10x4=40

Q.2 i) List the important factors which influence 
the decision to carry out repair and 
maintenance of structure.

 ii)  List any four human factors causing 
deterioration of the building.

 iii) Which are various environmental factors 
causing deterioration a structure?
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 iv) Write the salient features of Non-
Destructive tests.

 v) What are the sources of dampness in 
buildings?

 vi) What are the causes of collapse of 
boundary wall?

 vii) What are the causes of leaking joints in 
water pipes?

 viii) Briefly explain compatibility of repair 
materials.

 ix) Which are the different types of repair 
materials?

 x) Write the functions of surface treatment.

 xi) Which building components are given 
treatment for termite control?

 xii) Briefly explain the surface preparation 
techniques for repair.

 xiii) Explain the basic principle of waterproofing. 

 xiv) Write any four causes of dampness in walls.

 xv) List the basic steps which can be helpful in 
prevention of corrosion in reinforcement.
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SECTION-C 

Note: Long answer type questions. Attempt any three 
questions.   3x10=30

Q.3 Explain the Gunite technique (Pneumatic 
Technique) for placement of concrete.

Q.4 Discuss about various methods of repair of DPC 
against rising dampness.

Q.5 Write short notes on the followings:-

 a) Repair mortars

 b) Protective coatings

Q.6 List the steps involved in the systematic 
approach of investigation.

Q.7 Explain what are the causes of cracking of flat 
roofs?
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